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ISO Standard EN Standard

Existing Existing ISO CEN VA UAP

General Product Standard EN 13479-04

Quality Requirements Manufacture EN 12074-00

Test Methods and Quality Requirements

* Primary conformity and assessment EN 14532-1-04

* Supplementary conforment and assessment EN 14532-2-04

* Conformity assessment Al-alloys EN 14532-3-04

Technical Delivery Conditions ISO 544-11 EN ISO 544-11

Procurement ISO 14344-10 EN ISO 14344-10

Test Methods

ISO 15792-1-00 EN ISO 15792-1-08

ISO 15792-1-00/Amd1-11 EN ISO 15792-1-08/A1-11

Single-run / Two-run tests ISO 15792-2-00 EN ISO 15792-2-08

Testing in fillet welds ISO 15792-3-11 EN ISO 15792-3-11

Weld Pad ISO 6847-00 EN ISO 6847-01

Ferrite Number ISO 8249-00 EN ISO 8249-00

Delta Ferrite ISO 17655-03 EN ISO 17655-03

Hydrogen ISO 3690-12 EN ISO 3690-12

Moisture Resistance ISO 14372-11 EN ISO 14372-11

Efficiency-Recovery-MMA ISO 2401-72 EN 22401-94

On-going activity

All-weld-metal tests


